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Intermediate range order (IRO) of amorphous thin films is di cult to measure and unambiguously
interpret. Through x-ray scattering measurements on thin films of amorphous zirconia-doped-tantala
(ZrO2-Ta2O5), we present high precision detection of the change in the IRO as a function of post-
deposition heat treatment (annealing). We present an integrated atomic modeling approach and
show for the first time that the annealing-induced changes seen in measured pair distribution function
(PDF) can be captured in atomic models with high accuracy. Structural analysis shows that the
material has building blocks of metal-centred polyhedra and the e↵ect of annealing is to alter the way
the polyhedra connect with each other. We explain the observed changes in IRO in terms of a shift
in the ratio of corner-sharing to edge-sharing polyhedra as a function of annealing. We compute the
degree of orientational order in metal-metal correlations and speculate on the correlations between
the observed changes in the IRO and measured mechanical loss of thin films.
A scientific and technological grand challenge lies in the
ability to understand the atomic structure properties
that govern the performance of functional amorphous
materials, and enabling the accelerated discovery and
development of improved materials. Amorphous thin
film coatings, in particular, are technologically impor-
tant materials that often limit the performance of a va-
riety of precision measurements. For example, Brown-
ian thermal noise, due to mechanical loss, is a signif-
icant impairment in thin film coatings used in atomic
clocks [1] and interferometric gravitational-wave detec-
tors [2], such as the Laser Interferometer Gravitational-
wave Observatory (LIGO), Virgo and KAGRA. The
research presented here is driven by the critical impor-
tance in developing thin-film coatings with lower mechan-
ical losses, and hence lower Brownian thermal noise, to
the performance of future generations of interferometric
gravitational-wave detectors [3].
In general, the atomic structure of amorphous materi-
als can be described in terms of short- and intermediate-
range order (SRO and IRO, respectively); the long-range
order (LRO), characteristic of crystals, is unambiguously
absent [4, 5]. SRO generally describes the structural
order up to the first coordination sphere measured as
the first peak in the pair distribution function (PDF),
which often resembles the amorphous material’s crys-
talline counterpart. Despite the general agreement on
the concept, the definition of distance boundaries in SRO
can vary in the literature [6]. In this letter, we study
zirconia-doped tantala and use the SRO to describe the
order up to ⇠ 2.9 A˚, which is where the first coordina-
tion polyhedra of the material end. The IRO describes
the structural organization that is intermediate between
the discrete chemical bonds described in the SRO and the
periodic lattice described in the LRO, and is the highest
level of structural organization in amorphous materials.
However, the IRO is less well understood than the SRO,
and is more dependent on the details of how the material
was synthesized or deposited.
Post-deposition annealing of amorphous thin films has
been shown induce changes in both the atomic structure
and mechanical loss [7, 8]. The structural changes asso-
ciated with post-deposition annealing are often observed
beyond the first coordination sphere, and lie in the IRO
[9]. Even with tools that are best suited to probe the
IRO, such as fluctuation electron microscopy (FEM) and
2x-ray or neutron PDFs, the observed structural changes
can be small and di cult to interpret. Accurate atomic
modeling is required to capture the small changes in the
atomic structure, and probe the IRO in detail.
In this paper, we demonstrate high precision atomic
structure measurements and modeling of amorphous
zirconia-doped tantala thin films that show small, but
systematic, changes in IRO as a function of post-
deposition annealing. We use grazing-incidence PDF
(GIPDF) measurements and unprecedentedly sensitive
atomic structure modeling that captures the local or-
der changes accurately up to 15 A˚. Finally, we discuss
the implications of this increased understanding of the
atomic structure and its relation to our e↵orts to reduce
mechanical loss.
GIPDF data was collected from thin films of zirconia-
doped tantala deposited by MLD Technologies (Moun-
tain View, CA), were deposited by ion-beam sputtering
with a Zr/(Zr+Ta) ' 0.48, ⇠ 590 nm in thickness (see
[10]) on fused silica substrates. The target materials were
pure metals in a partially pressurized oxygen environ-
ment, and the ambient temperature during deposition
was less than 100°C. Post-deposition annealing of three
di↵erent samples was carried out at 300, 600 and 800 C
in air for 12 hours. GIPDF data was collected at the
dedicated X-ray scattering beamline 10-2 at the Stan-
ford Synchrotron Radiation Lightsource (SSRL), with q-
range of 21 A˚ 1. This unique GIPDF capability allows
us to overcome a significant di culty in measuring PDFs
from thin films: a grazing incidence angle can be chosen
that will enable the collection of X-rays scattered from
the coatings and not the substrate. In addition, there is
no destructive sample preparation, ensuring that the ob-
served changes in the measured atomic structure do not
result from the sample preparation process, which is espe-
cially relevant when looking at small structural changes
due to annealing. Further details on the GIPDF data
collection method are discussed in Refs [11–13]. The to-
tal scattering data was reduced to the normalized struc-
ture factor after applying corrections for air scattering,
absorption, Compton scattering, polarization e↵ects and
geometric e↵ects due to the detector footprint [13, 14].
The measured PDFs for one as-deposited and the three
annealed samples are plotted in figure 1. At a first glance,
all PDFs appear largely similar; all show a sharp first
peak at 2.0(2) A˚, a bifurcated second peak between 2.9(0)
and 4.3(0) A˚, and a series of smaller peaks between 5
A˚ and 15 A˚. A closer look reveals a number of changes
among the PDFs; the major changes, for example marked
by letters a to f in figure 1, lie in the IRO. These include
an increase in intensity of the peaks, appearance of new
peaks, shifts in the position of the peaks and a deepening
of the troughs. In most cases, the change is systematic
with respect to the annealing temperature, an example
is highlighted in the inset.
In order to better understand the annealing-induced
FIG. 1. Detection of annealing induced changes: Mea-
sured pair distribution functions (PDFs) of four thin films of
zirconia-doped tantala are shown. The thin films di↵ered only
in annealing history: as-deposited, 300, 400, 600 and 800°C.
The di↵erences among the PDFs are the result of annealing-
induced change to the atomic structure. The letters represent
sections of PDF where the most significant changes are ob-
served: (a), (b) and (d) change in intensity, (c) new peaks
appearing, (e) and (f) shift in peak positions. Section (d) is
magnified in the inset to highlight the systematic change as a
function of annealing temperature.
atomic level processes that cause the changes seen in
the PDFs, it is essential to develop atomic models that
are sensitive enough to capture the observed changes in
PDFs. A common method of choice is to follow a re-
gression algorithm that fits atomic coordinates with the
measured PDFs, e.g. simulated annealing [15] or re-
verse Monte Carlo (RMC) [16] etc. However, the changes
caused by annealing are subtle even for the two extreme
ends of annealing (viz as-deposited and 800°C annealed)
and hence one faces an interesting problem and require-
ment: how to reliably generate two slightly di↵erent
structural solutions of an otherwise identical disordered
system? Conventional modeling techniques often fail to
resolve subtle changes in atomic structure with high fi-
delity, especially in the IRO, which makes it di cult to
give definitive statements about the changes in structure.
We follow an integrated modeling approach that seeks
to maximally constrain the solution space by using all
a priori information. In this work, the set of a priori
information consisted of density-functional-theory-based
atomic models, a classical two-body force field, density
and composition measurements on thin films, and the X-
ray GIPDF measurements. These data are used to guide
an RMC-based high-throughput modeling routine. In or-
der to have the correct atomic ratio and supercell size in
our models, we measured the composition and density in
our samples using Rutherford Back-scattering Spectrom-
etry (RBS) and used the results to constrain the compo-
sition and density of the models (see [10]). The measured
PDFs show some structure up to a distance of ⇠ 15 A˚ and
3FIG. 2. Measured and computed PDFs: The measured
PDFs from two samples (top) are compared with PDFs com-
puted from atomic models (bottom). The PDFs are grouped
to highlight that the atomic models are able to closely track
the annealing-induced changes in PDFs. Computed PDFs in
the bottom plot are averages of over 1000 independent mod-
els. The 5 A˚ to 15 A˚ section of PDFs in each plot are shown
in higher resolution in insets. See [10] for plot involving all
four samples.
accordingly the supercell size of the model is chosen to be
able to compute G(r) up to 15 A˚. Using the composition
and density from the RBS measurements, we generated
starting configurations of zirconia-doped tantala by em-
ploying melt-quench molecular dynamics (MD) simula-
tions where we used two-body empirical potentials from
[18, 19]. These configurations are then modified using
RMC until the computed PDF matches with the GIPDF
data. However, it is well known that a traditional RMC
produces non-physical solutions, even in elemental sys-
tems [20]. We used ab initiomolecular dynamics (AIMD)
to generate smaller models (190 atoms) of the same sys-
tem, and the distribution of bond-lengths present in the
AIMD models was used as a constraint to RMC. This was
done by requiring that the metal-oxygen bond distances
lie in the range predicted by the partial PDFs of AIMD
models (see [10]). Furthermore, following the “FEAR”
method [21], RMC moves were interspersed with energy
minimization moves iteratively until the desired agree-
ment with experiments was obtained. The entire mod-
eling algorithm was repeated to get 1000 independent
atomic models corresponding to each of the four samples
i.e. as-deposited, 300°C annealed, 600°C annealed and
800°C annealed. All the properties reported hereafter
are computed by averaging over 1000 models. Figure 2
shows the ability of the models to capture the changes on
measured PDF up to 15 A˚; to the best of our knowledge,
it is the first demonstration that atomic models can cap-
ture changes in IRO up to 15 A˚ with such a high accuracy.
It should be emphasized here that the models reported
in this work are chemically realistic i.e. they contain no
non-physical metal-metal chemical bonds. The models,
by construction, have density and composition that are
representative of the IBS coatings. In the following, we
show that the deductions made from the models agree
with experiments and the structural features computed
from the models show a systematic trend with anneal-
ing temperature. A plot showing the fit of the structure
factor S(q) and G(r) along with additional information
on the modeling method is given in the supplementary
material [10].
In the following, we present a discussion of the struc-
ture of a-Ta2O5:ZrO2 based on the models we obtained.
As in many glass-forming materials like silica, the struc-
ture of a-Ta2O5:ZrO2 can be described as a 3-dimensional
network of metal (M)-centred coordination polyhedra
that have oxygen (O) atoms at their corners. The M-O
correlation gives rise to the first peak. The polyhedra are
predominantly distorted octahedra (⇠80% for Ta, ⇠60%
for Zr, [10]). It has been shown that the first peak of G(r)
for pure a-Ta2O5 closely resembles to the corresponding
peak of crystalline Ta2O5 [13]. We find that the coordi-
nation of Ta by O (nTaO) is 6.13 whereas nZrO is 6.14;
both values are for un-annealed sample. The measured
value of nTaO using 17O NMR studies on IBS deposited
pure a-Ta2O5 is 6.1(3) [22, 23]. The M-O bond distance
peaks at 2.0(2) A˚ and it is comprised of a Ta-O sub-
peak at 1.98 A˚ and and a Zr-O sub-peak at 2.06 A˚. The
slight di↵erence in Ta-O and Zr-O bond distances is also
consistent with ab initio models; it is likely that this dif-
ference is helpful in frustrating the crystallization of tan-
tala [24]. As a result of annealing, coordination of M by
O (nMO) shows a small but consistent trend to smaller
values, and a corresponding change, although small, in
the M-O bond distance towards a lower value is observed
in the total G(r) (see figure 10 in [10]). The structure
within the first coordination sphere of tantala has been
extensively characterized [7, 13, 25, 26].
The polyhedra link with each other through O-atoms
at each corner. Each O-atom is at least 2-coordinated
with metal atoms. The ratio of 2-coordinated to 3-
coordinated O-atoms is ⇠ 1:2, which is notably di↵er-
ent from pure tantala where the value measured using
NMR is 2:3 [22, 23]. The di↵erence comes from O-
atoms bonding preferentially 3-fold with Zr; the mean
O-coordination by M is 2.7 (see inset of figure 3(e)).
The correlation between two metal atoms connected by
at least one O-atom gives rise to the second peak in to-
tal G(r). It is interesting to note the bifurcation in the
M-M peak into two sub-peaks at 3.35 A˚ and 3.75 A˚ since
similar measurements in pure tantala show the first sub-
peak at 3.35 A˚ at much reduced intensity [13, 25]. Its
much more pronounced presence in the mixed phase is
an e↵ect of doping by zirconia and has structural impli-
cations in that the first and second peaks originate from
correlations of edge-sharing (ES) and corner-sharing (CS)
polyhedra respectively (figure 3(b)). For the as-deposited
4FIG. 3. Structural fingerprints of annealing: Plots of major structural trends in the models. All results are averages
over 1000 models. When it applies, an M-O bond cuto↵ distance of 2.9 A˚ is used. This distance is the minimum directly
after the first peak in total G(r). (a) Partial PDFs for M-M pairs are plotted. (b) Origin of the double hump in G(r) as
correlations between corner and edge shared M-M pairs. The orange line represents total G(r). The shaded regions represent
the distribution of M-M pair distances separated on the basis of the number of O-atoms they share. A shared O-atom is
the one that lies within the bond cuto↵ distance from both M-atoms. (c) The evolution percentages of corner-, edge-, and
face- shared M-M pairs with annealing. (d) BADF from the as deposited (the dashed lines) and 800°C annealed models (e)
Distribution of O-coordination by M for samples with di↵erent annealing history. Inset shows the averaged coordination vs
annealing temperature. (f) BOO parameters (Q6) [17] as a function of annealing temperature. The black and red dots show
the Q6 for M-O and M-M correlations. The error bars are standard deviations. The dots are connected to guide the eyes.
sample, the ratio of CS to ES correlations is 3.93 for
Ta-Ta, 2.23 for Ta-Zr, and 1.78 for Zr-Zr. There is also a
small concentration of face-sharing (FS) polyhedra where
the polyhedra share 3 O-atoms between them.
The e↵ect of annealing is much more pronounced be-
yond the first M-O peak and all the way to 15 A˚. Many of
the changes observed in the total G(r) can be explained
by considering the partial M-M correlation (figure 3(a)),
where changes are observed from ⇠3 A˚ all the way up to
15 A˚. First of all, the peaks become narrower and sharper
suggesting that annealing increases the order in M-M cor-
relation lengths. Since the bifurcated M-M peak repre-
sents the correlations between the polyhedra, the anneal-
ing induced change in the peak signifies that annealing
alters the mode by which polyhedra connect with each
other. An analysis presented in figure 3(c) shows that
the concentration of CS polyhedra increases as a result
of annealing whereas it decreases for ES and FS polyhe-
dra. The e↵ect of the overall decrease of density of ES
and FS polyhedra is that the average O-coordination by
M decreases as a function of annealing temperature (see
figure 3(e)). A decrease in O-coordination upon anneal-
ing was also observed for pure tantala using 17O NMR
studies in [23]. An analysis of the M-O-M bond angle dis-
tribution function (BADF) shows that BADF, in general,
narrows and shows a more defined peak upon annealing
3(d). However, there is a more characteristic change in
BADF that is worth noting: each M-O-M BADF curve
shows a double peak and the peak around 120° to 130°
increases with annealing. Further analysis shows that the
characteristic two-peak BADF arises from the presence
of ES and CS polyhedra; the increase in M-O-M BADF
around 120° to 130° is caused by increase in the ratio of
CS to ES polyhedra (see figure 9 in [10]).
We use the bond orientational order (BOO) parame-
ter Q6 [17] to quantify the degree of disorder present in
the models. The BOO parameter corresponding to M-O
bonds, denoted by QM-O6 in figure 3(f), shows that there is
no significant e↵ect of annealing in the M-O coordination
sphere. We also probed the degree of order among the
polyhedral units by computing QM-M6 among the metal
atoms and the values suggest an increase in BOO with
annealing, a trend clearly seen in the measured G(r). To
the extent QM-M6 is a measure of IRO among the polyhe-
dral units, it is noteworthy to observe an inverse corre-
lation of QM-M6 with measured values of mechanical loss
at room temperature (see figure 1 in [10]). Future mod-
eling experiments are planned to directly compute the
5mechanical loss on these structures [27], which will help
elucidate the role of IRO in mechanical loss.
The experimental observations, atomistic models, and
resulting atomic structure analysis suggest the following
consequences of annealing:
1. There is evidence of subtle change in first co-
ordination sphere around M-atoms in that M-
coordination by O decreases upon annealing and
M-O bond distance trends to a smaller value.
2. The major e↵ect of annealing is found to be the
change in the way the polyhedral units organize
themselves in the film. The ratio of edge-sharing
to corner-sharing M-M polyhedra decreases upon
annealing and, as a corollary, the average O-
coordination by M decreases.
3. There is a hint of an increased order in M-M cor-
relation as indicated by narrowing and sharpening
of M-M peaks in partial PDFs and increase in the
computed values of QM-M6 .
It is observed experimentally that as a result of anneal-
ing tantala-based coatings the mechanical loss at room
temperature decreases [8, 10, 28, 29]. The dissipation
mechanism for mechanical loss is often conceptualized as
two-level systems (TLSs) which are asymmetric double-
wells separated by an energy barrier. TLSs arise from
subtle rearrangements of clusters of atoms [27, 30]. The
observed trends in mechanical loss with annealing sug-
gests that ES-polyhedra are more likely associated with
TLSs that contribute to room temperature mechanical
loss, whereas the CS-polyhedra that form lower barrier
height TLSs contribute to low temperature mechanical
loss. This conjecture is bolstered by the observation that
silica, which has nearly 100% CS polyhedra has low loss
in room temperature and high loss at low temperature
[31]. If this conjecture is correct, then in order to re-
duce mechanical loss at room temperature one would aim
to have a material that produces less ES-polyhedra and
more CS-polyhedra. Conversely, a material with less CS-
polyhedra and more ES-polyhedra would likely reduce
mechanical loss at low temperature. As doping with zir-
conia helps suppress the crystallization but increases the
ratio of ES-polyhedra, the doping percentage of zirconia
is a key variable to optimize in order to reduce mechanical
loss at room temperature. In particular, a lower concen-
tration of zirconia that is just enough to suppress the
crystallization would be desirable. Indeed, in a study by
Tewg et al. [24], lower zirconia doping concentrations in
tantala were observed to suppress crystallization, with
a highest crystallization temperature measured from a
sample with Zr/(Zr+Ta) ' 0.33. Investigations are cur-
rently underway for thin films with varying levels of zir-
conia doping concentrations.
In conclusion, we have presented a detailed study on
the e↵ect of annealing on zirconia-doped tantala amor-
phous thin films using a combination of experimental
data and modeling routines. Upon annealing, there are
subtle changes observed in the SRO, but the most signifi-
cant change is the increase in IRO. The GIPDF measure-
ment method and the modeling scheme employed in this
work represent a significant step forward for the detailed
study of the atomic structure of amorphous thin films,
providing a powerful tool capable of accurately captur-
ing subtle changes in the atomic structure up to 15 A˚.
Important to the particular usage case of reducing ther-
mal noise in interferometric gravitational-wave detectors,
caused by mechanical loss in the mirror coatings, our
analysis and interpretation suggests that, compared to
the Zr/(Zr+Ta) ' 0.48 measured here, lowering the zir-
conia doping concentration merits further study and is
the subject of ongoing research.
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S1. Motivations for studying zirconia-doped tantala
The work presented in this letter is a part of research di-
rected at identifying low Brownian thermal noise optical
coatings for the test masses of the LIGO gravitational
wave detectors. The current generation of the LIGO de-
tectors use highly reflective dielectric coatings for its core-
optics, which consist of alternating layers of amorphous
silica and titania-doped-tantala. At the most sensitive
frequency range (⇠ 40 - 200 Hz), these coatings give rise
to a limit in the detector sensitivity due to Brownian
thermal noise. The dominant source of Brownian ther-
mal noise arises from the mechanical loss in the high-
refractive index titania-doped-tantala layers, with a me-
chanical loss of ⇠ 2 ⇥ 10 4. For the AdvancedLIGO+
upgrade, planned to start commissioning in 2021, a coat-
ing with at least a factor of two improvement in mechan-
ical loss is required (mechanical loss  1⇥ 10 4).
The current coatings for LIGO optics are deposited
using ion-beam sputtering (IBS). One of the ways of re-
ducing the thermal noise at room temperature of thin
film coatings is post-deposition annealing. It has been
shown that post-deposition annealing of tantala up to
the temperatures of 600°C, prior to the onset of crystal-
lization, reduces the room temperature mechanical loss
of the coatings [1]. Doping amorphous tantala with zir-
conia at a ratio of Zr/(Ta+Zr) = 0.33 can suppress crys-
tallization, allowing the films to remain amorphous after
annealing up to 800°C [2].
The mechanical loss was measured at room temper-
ature as a function of post-deposition annealing tem-
perature from similar coatings used for GIPDF analy-
sis of zirconia-doped tantala (Zr/(Ta+Zr) ' 0.48) coat-
ings. The results shown in figure 1 indicate that, as with
pure tantala, the mechanical loss of zirconia-doped tan-
tala decreases with increasing post-deposition annealing
temperature. As indicated in figure 1, the annealing time
is extended for temperatures at 600°C and above, but ap-
pears to have little e↵ect at 600°C compared to the an-
nealing temperature. Interestingly, the 800°C annealed
sample has a loss of 1.8⇥10 4, which is slightly below the
currently employed titania-doped tantala coatings, and
demonstrates that zirconia-doped tantala is a promising
coating material system that warrants further study as a
potential AdvancedLIGO+ coating.
FIG. 1. Mechanical loss at room temperature for zirconia
doped tantala as a function of annealing temperature. For
details of the measurement process see Refs. [3].
2S2. Density and composition of samples
We measured the composition, density and thick-
ness of two of the four samples used in GIPDF mea-
surements. Those two samples are as-deposited and
800°C annealed. The composition was determined us-
ing Rutherford Backscattering Spectrometry (RBS) [4]
analysis where the samples were exposed to a beam of
↵ particles at an energy of 2.9 MeV at normal incidence
and the back-scattered particles were detected at 170°.
Atomic concentrations were determined by fitting a sim-
ulated spectra to the measured spectra. The best fit was
obtained at the concentrations given in table I.
TABLE I. Composition measurements using RBS
Atomic Concentration (%)





Areal densities of the samples were also obtained from
RBS to be 4370±90 ⇥ 1015 atoms/cm2 for both as-
deposited and 800°C annealed samples. The thicknesses
of the samples were measured, using combinations of sty-
lus profilometry and ellipsometry [5, 6] measurements, to
be 589±4 nm and 587±10 nm for as-deposited and 800°C
annealed samples respectively. Thickness measurements,
combined with areal density and composition measure-
ments from RBS, enabled us to calculate mass densities
of the samples to be 6.53±0.15 gm/cm3 for as-deposited
sample and 6.53±0.18 gm/cm3 for 800°C sample.
Following these measurements, we used a stoichiomet-
ric ratio of 15:67.5:15 for Ta, O and Zr respectively for all
our models. We have not included Ar atoms in our mod-
els because the x-ray scattering signature of ⇠2.5% Ar is
low (see figure 2) and because our separate DFT based
calculations (not shown here) indicate that Ar atoms
have a negligible e↵ect on the structure of the material
itself. We used a density of 6.53 gm/cm3 for our models,
but we did take into account a mass of 2.5% Ar to obtain
the e↵ective box-size for our models. After considering
the mass of Ar atoms, the e↵ective density in our mod-
els is 6.41 gm/cm3. The size of our models is chosen to
enable computation of G(r) up to 15 A˚ which is the dis-
tance up to which measured GIPDF shows some degree
of IRO. With all of these considerations in place, our fi-
nal models have 400 Ta, 1800 O and 400 Zr in a cubic
box of dimension 32.92 A˚.














FIG. 2. The x-ray structure factors, S(q), computed from the
models. The red curve is from a model which has Ta, O, Zr
and Ar atoms in the ratio 15:67.5:15:2.5. The black curve
represents when the Ar atoms were removed from the model.
S3. Integrated modeling approach
The modeling scheme that is used to obtain the atomic
models presented in this work is further illustrated here.
The flowchart in figure 3(a) shows the sequence of steps
followed to obtain the final models. The modeling al-
gorithm starts by considering 1000 independent systems
where each system has 2600 randomly positioned atoms
in a cubic supercell; a threshold distance of 1.9 A˚ be-
tween is maintained between the atoms even for random
positions. The atomic ratio and density are chosen as dis-
cussed in section S2 and are kept fixed. These models are
taken through a conventional melt-quench MD modeling
cycle (as discussed in section S5). The final configura-
tions from MD serve as the starting configuration for the
RMC models. RMC moves are set to fit to the measured
S(q) and are constrained by enforcing a distance window
of 1.5 A˚ to 2.9 A˚ for Ta-O bond distance and of 1.5 A˚ to
3.2 A˚ for Zr-O bond distance. M-M lower cuto↵ of 2.9
A˚ and O-O lower cuto↵ of 2.0 A˚ were also used to con-
strain the RMC moves. These distances correspond to
the lower and upper cuto↵ of the corresponding partial
PDFs of AIMD-based models (see discussion in section
S4 and figure 5). RMC moves and energy minimization
moves are iterated back and forth until a convergence
in chi-squared (degree of misfit) and a convergence in
the total energy are reached. This iterative approach
was first proposed as force enhanced atomic relaxation
(FEAR) in [7, 8]. The final models from this process
are considered as representative of the samples on which
the GIPDF measurements were made. To get a better
statistical accuracy, we repeat the process for 1000 in-
dependent models and take an average for all quantities
reported in the paper. The plot of the fitted structure
factor (S(q)) and the corresponding plot in real space is
presented in figure 3(b) and (c).
3FIG. 3. More on the modeling approach and results (a) The integrated modeling approach: Illustration of how ab initio
MD, classical MD, RMC based on measure GIPDF data and density and composition measurements of thin films are combined
together to obtain models that are realistic and sensitive to annealing induced changes in the structure. (b) Goodness of fit:
The structure factor, S(q), measured on samples is compared the corresponding fitted models. The computed S(q) are averages
over 1000 models. (c) The computed G(r) on models are compared with G(r) obtained from GIPDF measurements. The
computed G(r) are averages over 1000 models. (d) The ability of the computed models to track the changes in IRO seen in the
measured G(r) at di↵erent annealing temperature. This figure is the complete version of figure 2 in main paper.
4S4. Melt-quench models using ab initio molecular
dynamics (AIMD)
















FIG. 4. The total G(r) of AIMD models is compared with
measured G(r) and the computed G(r) from RMC based mod-
els.















FIG. 5. The partial G(r) computed on AIMD models. Note
that the definition of G(r) used in this plot is di↵erent the




dr , where V is volume of supercell, N↵ is number
of species ↵, and dn↵  is the number of   atoms at distance r
to r+dr from ↵ atom. This definition of G(r) is useful to help
infer the cuto↵s for atomic correlations. Additionally, the area
under the partial G(r) give the corresponding coordinations
as a function of r.
We performed ab initiomolecular dynamics (AIMD) to
obtain smaller atomic models of zirconia-doped tantala.
The purpose of this exercise was to provide geometrical
constraints to bond distances during RMC modeling and
also to enable basic sanity checks on our main models.
30 Ta atoms, 30 Zr atoms and 135 O atoms are taken
in a cubic supercell of dimensions 13.78 A˚ and periodic
boundary conditions were applied. This is equivalent to
a bulk mass density of 6.55 gm/cm3. In order to create
the starting configuration for AIMD, the system is first
taken through a melt-quench molecular dynamics cycle
employing an empirical force field [9, 10] over a total
time period of 1.15 ns. LAMMPS simulation software
was used [11]. The starting configuration obtained is
then taken through an AIMD melt-quench cycle using
Vienna ab initio software package (VASP) [12, 13]. PBE
functionals were used [14, 15] and valence electrons were
treated using plane waves of upto 400 eV. The system was
equilibrated at 4000 K, then at 2500 K, then quenched
to 300 K, and then again equilibrated at 300 K. Total
simulation time for the melt-quench dynamics was 104.6
ps, wherein time steps of 2 fs were used throughout the
simulation. The computed G(r) from AIMD models is
compared with measured G(r) and computed G(r) from
RMC-based models in figure 4.





































FIG. 6. Partial PDF from MD models: The partial PDFs ob-
tained from the melt-quench MD modeling described in sec-
tion S4 and S5 are plotted here for comparison. CMD denotes
the models using classical molecular dynamics as described in
section S5. AIMD denotes the ab initio molecular dynamics
described in section S4. The partial PDFs from CMD are
averages of 1000 snapshots of the model over 100 ps of MD
at 300 K; each model contains 975 atoms. The partial PDFs
from AIMD are averages of 7844 snapshots of the model over
15.7 ps of MD at 300 K; each model contains 195 atoms.
We use a unified classical two-body potential from ref-
erences [9, 10] to perform the energy minimization com-
ponent of our modeling (see figure 3). To investigate the
ability of the potential to predict basic structural fea-
tures, we carried out melt-quench molecular dynamics
simulation in the framework of the classical potential.
We used the LAMMPS simulation program [11] as fol-
lows: A random collection of 975 atoms (of type Ta, O
and Zr atoms in the ratio discussed in section S2) in a
supercell of size determined by the density is taken. Con-
stant pressure (NPT) MD simulations were carried out at
various starting densities (viz 6.0, 6.3, 6.55, 6.7, 7.0 and
57.5 gm/cm3). For all simulations, the system was taken
to a high temperature of 6000 K, equilibrated at that
temperature, then cooled down to 300 K and equilibrated
again at 300 K. The total number of steps was more than
1.3 ⇥106 which corresponds to more than 1.3 ns of sim-
ulated time. The structures were finally relaxed to its
minimum energy configurations using conjugate gradient
algorithm. The final density of all the models converged
to ⇠6.8 gm/cm3. In figure 6, we compare the partial
PDFs of these models with the AIMD generated models
(described in section S4). We find that the CMD predicts
the basic features of the partial PDF correctly, although
the M-M correlations are not predicted very well. The
energy minimization with respect to the referenced force-
field is a useful constraint, however one needs to be care-
ful about how it interferes with the overall models. Note
that the melt-quench MD used to generate the starting
configurations for RMC modeling follows the same rou-
tine as described in this section, except that those models
contain 2600 atoms and constant volume (NVT) ensem-
ble is used for MD.
S6. Further plots on coordinations and bond angle
distributions
FIG. 7. The distribution of Ta-coordination by O atoms in
our models. The bond cuto↵ is taken to be 2.90 A˚ which
is the first minimum of total G(r). The coordination values
are averages over 1000 models. The inset shows the average
coordination number for the four samples.
FIG. 8. The distribution of Zr-coordination by O atoms in
our models. The bond cuto↵ is taken to be 2.90 A˚ which
is the first minimum of total G(r). The coordination values
are averages over 1000 models. The inset shows the average
coordination number for the four samples.













FIG. 9. BADF resolved into edge-sharing and corner-sharing
polyhedra for Ta-O-Ta and Zr-O-Zr. Solid line represents as
deposited sample and dashed line represents 800°C annealed
sample.














FIG. 10. The first peak in G(r) in high resolution. The
positions of first peak correspond to M-O bond lengths.
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